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Silicon nanowires are prepared by the method of the two-step metal-assisted wet chemical etching. We analyzed the structure of
solid, rough, and porous nanowire surfaces of boron-doped silicon substrates with resistivities of𝜌 > 1000Ωcm, 𝜌= 14–23Ωcm, and
𝜌 < 0.01Ωcm by scanning electron microscopy and nitrogen gas adsorption. Silicon nanowires prepared from highly doped silicon
reveal mesopores on their surface. However, we found a limit for pore formation. Pores were only formed by etching below a critical
H
2
O
2
concentration (𝑐H2O2

< 0.3M). Furthermore, we determined the pore size distribution dependent on the etching parameters
and characterized the morphology of the pores on the nanowire surface. The pores are in the regime of small mesopores with a
mean diameter of 9–13 nm. Crystal and surface structure of individual mesoporous nanowires were investigated by transmission
electron microscopy. The vibrational properties of nanowire ensembles were investigated by Raman spectroscopy. Heavily boron-
doped silicon nanowires are highly porous and the remaining single crystalline silicon nanoscale mesh leads to a redshift and a
strong asymmetric line broadening for Raman scattering by optical phonons at 520 cm−1. This redshift, 𝜆Si bulk = 520 cm

−1
→

𝜆Si nanowire = 512 cm
−1, hints to a phonon confinement in mesoporous single crystalline silicon nanowires.

1. Introduction

Nanopatterning can improve bulk properties of crystalline
materials [1]. Silicon nanowires attract significant interests
in biochemical-sensors, catalysis, and photocatalysis because
of their adjustable electrical properties and their enormous
surface-to-volume ratio [2–4]. Due to their modified elec-
trical behavior silicon nanowires have been proposed for
high performance field effect transistors [5], whereas their
enhanced optical adsorption is advantageous for photovoltaic
applications [6, 7]. In particular silicon nanowires with rough
surfaces have strongly decreased thermal conductivities and,
hence, have been proposed as promising candidates for
thermoelectric devices [1, 8].

Silicon nanostructures can be generated by chemical
etching in alkaline and acid solutions [9]. In both cases the
wafers orientation, etchant concentration and the different
etching rates of silicon and silicon dioxide play significant
roles for the nanostructure morphology. Etching along the
crystallographic axis can be enhanced by applying an external
electrical potential [10].

There are various ways for the preparation of silicon
nanowires such as laser ablation, vapor-liquid-solid growth
(VLS), and growth by molecular beam epitaxy (MBE) [11].
However these methods may lead to imperfections such as
dislocations, grain boundaries, site defects, and impurities.

The method of metal-assisted chemical etching has the
advantage that it is a low-cost fabrication easily scalable
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to wafer size [12, 13]. The metal-assisted etching differs in
the number of etching steps [14]. In the one-step etching
the solution containing the catalytic particles propels the
nanowire etching, whereas in the two-step etching the
amount of catalytic particles is limited in a first etching step
and in a second etching solution an oxidizing agent affects
the nanowire etching. The limitation of catalytic particles
promises a better control in silicon nanowire preparation.

Zhang et al. [15] presented a two-step wet chemical
etching synthesis of silicon nanowires prepared from p-
doped and n-doped silicon substrates with (100) and (111)
orientations. Qu et al. [16] and Lin et al. [17] investigated
how etching parameters, like etching time and concentration
of etching solutions, affect the formation of n-doped silicon
nanowires as well as nanowire porosity. Hochbaum et al.
[18] and Yuan et al. [12] showed for the one-step etching
process that with decreasing wafer resistivity the nanowires
surface roughness/porosity increases. Although the existence
of mesopores on etched silicon nanowires from highly
boron-doped silicon is known [14, 16–18], their shape and
the detailed formation mechanism of rough surfaces and
nanoporous structures on silicon nanowires remain unclear.

Here, we present a systematic analysis of pore evolution
by gas adsorption studies for the two-step etching process
of silicon nanowires. We have fabricated silicon nanowire
ensembles from undoped Si (resistivity 𝜌 > 1000Ωcm),
medium boron-doped Si (𝜌 = 14–23Ωcm), and highly boron-
doped Si (𝜌 < 0.01Ωcm) and determined pore diameter
distribution, pore volume, and sample surface area for highly
doped nanowires. The influence of etching time and etchant
concentration, illumination, and temperature on nanowire
formation is discussed, and the pore formation in depen-
dence of etchant concentration and time is analysed. Sur-
face morphology, roughness, and crystallinity of individual
silicon nanowires are investigated by transmission electron
microscopy (TEM). The vibrational properties of nanowire
ensembles are investigated by Raman spectroscopy.

2. Experimental Section

Silicon nanowires are prepared by the method of metal-
assisted chemical etching in a two-step etching approach
which has been reported previously [14, 16, 17]. The silicon
wafers are cleaned with sonication in acetone (10min), in
iso-propanol (10min) and in boiling acetone (10min), and in
boiling iso-propanol (10min). Organic residues are removed
from the wafer with a fresh prepared, boiling Piranha-
solution, a mixture of 3 : 1 H

2
SO
4
(97%) an H

2
O
2
(35%)

for 10min. The generated oxide layer is removed by an
HF etching (5% HF for 10min). The sample is rinsed with
deionized water.

In the first etching step with a solution of 4.8M HF
and 0.02MAgNO

3
for 60 s the silver (Ag) nanoparticles are

placed on the wafer surface. In this step the silicon wafer is
coated by a galvanic replacement of silicon by silver. Silver
nanoparticles start to sink into the silicon substrate and begin
to form silver dendrites.

After 60 s the sample is rinsed with deionized water again
and in a second etching solution consisting of 4.8MHF and

0.1–0.5MH
2
O
2
for an etching time of about 1–3 h the silicon

nanowires are formed by the HF etching of the silicon in the
following way.

At first [14], oxidation of silicon takes place as follows:

Si + 2H
2
O + 4h+ 󳨀→ SiO

2
+ 4H+

Si + 2H
2
O 󳨀→ SiO

2
+ 4H+ + 4e−

(1)

Second, etching of silicon dioxide produces

SiO
2
+ 6HF 󳨀→ H

2
SiF
6
+ 2H
2
O (2)

Etching of SiO
2
occurs with a higher rate than etching of pure

Si in HF. Therefore, it is the dominant etching process [9].
Additionally, the silicon oxidation is promoted by the silver
(Ag) and so a higher etching rate of silicon mediated through
the catalytic activity of the noble metal is achieved [14, 19].

Through the charge transfer on the interface of silver and
silicon the silver nanoparticles sink deeper and the silicon
nanowires arise as the remainings of unetched silicon. The
driving force is the oxidizing power of the oxidizing agent
H
2
O
2
.

The driving force is given by

H
2
O
2
+ 2H+ 󳨀→ 2H

2
O + 2h+ (3)

H
2
O
2
oxidizes the Ag particles, which are in turn reduced at

the silicon surface by an electron transfer from the silicon
and thereby oxidize the silicon. This can be described as a
charge transfer process, in which the silver injects holes into
the silicon (1).

After etching the sample is rinsed with deionized water
and the Ag particles are removed by a cleaning step in HNO

3
.

The wafer is washed in deionized water several times and
then dried in a nitrogen flow. Normally, all etching steps are
performed in the dark and at room temperature.

Here, we prepared nanowires from three types of silicon
wafers:

(I) undoped silicon (100) (specific resistivity 𝜌 >
1000Ωcm, doping level 1013 cm−3),

(II) medium boron-doped silicon (100) (𝜌 = 14–23Ωcm,
1015 cm−3), p-type,

(III) highly boron-doped silicon (100) (𝜌 < 0.01Ωcm,
1019 cm−3), p-type.

The as-prepared ensembles of silicon nanowires were charac-
terized by scanning electron microscopy (SEM, Hitachi TM-
1000) and details, like themesoporous surface of single wires,
were characterized by SEM (Raith E Line plus). The surface
area of whole silicon nanowire ensembles was measured by
the Brunauer-Emmett-Teller (BET) nitrogen gas adsorption
method [20]. The automated gas adsorption station Quan-
tachrome Autosorb-1 was used. The measurement data were
analyzed by Autosorb-1 software to determine the mean pore
size distribution (pore diameters andpore volumes) onhighly
doped nanowires. For this analysis the 1 cm × 1 cm wafers
were put into the sample chamber and degassed in a vacuum
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at 140∘C for at least 8 h until the vacuum in the sample cham-
ber has been better than 10−4mbar. At 𝑇 = 77K nitrogen
was dosed in controlled increments into the sample chamber.
The pressure equilibrates and the adsorbed nitrogen quantity
was calculated. The chamber was filled successively with
nitrogen and so the adsorption isotherm was obtained by the
adsorbed volume for each relative pressure. Afterwards, the
sample chamber was emptied again by successive evaporating
enabling us to determine the desorption isotherm [21].

Transmission electron microscopy was performed using
a JEOL JEM-2200 FS electron microscope. Raman measure-
mentswere performed at room temperature in backscattering
geometry. The 482.5 nm line of a Coherent Kr+ ion laser
was focused onto the samples by a confocal microscope,
magnification: 20x, numerical aperture (NA): 0.5. The power
density on the sample surface was about 400W/cm2 for
10mWand aOD 1.0.The scattered signal was collected by the
same objective and dispersed spectrally by a grating with 600
lines/mm located in an 80-cm Jobin-Yvon monochromator.
The signal was recorded using a LN

2
-cooled CCD with a

spectral resolution of 7.5 cm−1.

3. Results and Discussion

After the first step (HF/AgNO
3
) of the two-step etching

process we observe the formation of small silver particles on
the surface of the silicon wafer after a few seconds which is
in accordance with [22]. These particles grow in size with
increasing time and some start to form silver dendrites.
During the first minutes of etching in the second solution
(HF/H

2
O
2
) the silver particles sink into the substrate, the

silver dendrites grow on, and the nanowires are formed as the
remains of the unetched silicon. Longerwires are obtained for
increasingH

2
O
2
-concentration and longer etching time.This

is in accordance with [14, 16, 17]. However, we find that this
process is limited and for excessive etchant concentrations
and etching times the nanowires are etched on their tips as
well.

Figure 1 shows scanning electron micrographs (SEM) of
silicon nanowires prepared from different doping concen-
trations: (a) undoped (𝜌 > 1000Ωcm) silicon nanowires
which are solid, straight, and therefore rigid. Approximately
110 𝜇m long nanowires formed on both sides of the silicon
wafer with a remaining width of the wafer of less than 90 𝜇m
are depicted. The morphology of nanowires of the medium
boron-doped silicon, not shown, is similar to undoped
nanowires. Figure 1(b) shows highly boron-doped silicon
nanowires (𝜌 < 0.01Ωcm). These wires are thinner and
more flexible than wires from other silicon types. This is
caused by the high length-to-diameter ratio. The wires form
bundles and lean against each other. The nanowire tips are
bent to the tips of the neighboring nanowires. This bending
could be attributed to a change in the Young’s modulus like
described before by Lee and Rudd [23]. Hoffmann et al. [24]
and Sohn et al. [25] measured a strongly decreased Young’s
modulus for silicon nanopillars. Our qualitative bending
experiments with an indium tip on single highly doped
nanowires confirm the results in [24] and suggest at least

a strong decrease of the Young’s modulus. In contrast to
[23, 24] our highly doped nanowires exhibit a mesoporous
surface. A possible influence of the porosity on the Young’s
modulus demands further investigations, for example, by
atomic force microscopy bending experiments and force
measuring at the nanowires, such as in [24]. In Figure 1(c) we
demonstrate that a homogenous distribution of nanowires by
the two-step etching process is feasible on wafer scale.

In Figures 2 and 3, the main growth trend is presented
for nanowires from undoped silicon, Figure 2(a), medium
boron-doped silicon, Figure 2(b), and highly boron-doped
silicon, Figures 3(a) and 3(b). The measurement uncertainty
in the length is about 3–5%, which is mainly caused by the
inclination and bending of the nanowires. In some cases the
nanowires on the bottom side of the wafer are shorter than on
the upper side, because the wafers were lying on the bottom
of the etching vessel.

In general, we find that longer wires result from higher
etchant concentrations and longer etching times, similar to
results for n-type silicon nanowires [16, 17]. However, high
etchant concentrations affect the etching of the nanowire tips.
If the tip-etching is as fast or even faster than the sinking
of the etching front into the substrate, the nanowire length
remains the same or is decreased. This can be seen in the
limiting cases of the chart in Figure 3(a) where the growth
trend is stagnating or even declining, so that the maximum
wire length corresponds to about 42𝜇m for highly boron-
doped silicon. In summary, nanowire lengths up to 110 𝜇m
(undoped silicon, specific resistivity 𝜌 > 1000Ωcm), 90𝜇m
(medium boron-doped silicon, 𝜌 = 14–23Ωcm), and about
40 𝜇m (highly boron-doped silicon, 𝜌 < 0.01Ωcm) are
achieved.

Figure 3(b) shows the nanowire growth trend in depen-
dence of the bath temperature of the etching solution for
two different silver nitrate concentrations in the starting
solution (𝑐AgNO

3

= 0.01M, 𝑐AgNO
3

= 0.014M) and two
etching times (60; 120min), respectively. It is clear that a
higher silver nitrate amount in the first etching solution
leads to longer nanowires. Higher etching bath tempera-
tures and illumination during the etching procedure (not
shown) also increase the nanowire lengths. These results
are in accordance with a recent study on medium boron-
doped silicon nanowires (𝜌 = 10–20Ωcm) prepared by the
one-step etching process [26]. In the case of higher AgNO

3

concentrationwe observe higher etching rates during the first
etching step which can be explained by the presence of a
higher number of catalytic particles promoting the charge
transfers at the silicon-solution interface.

Substrate illumination during etching leads to a higher
number of photo-excited charge carriers, and a higher
etching temperature of the etching solution causes a higher
mobility of the etching educts and products, increasing the
circulation of the etchant components.

We confirm that the etching occurs along the [100]-
axis into the substrate, but also along the other crystal-
lographically equivalent ⟨100⟩ axes, as has been observed
before [14, 15, 19], and depicted in Figure 4(a). Therefore, we
conclude that the Ag particles are not simply sinking into
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Figure 1: Scanning electron micrograph of silicon nanowire ensembles from (a) undoped silicon (100) (𝜌 > 1000Ωcm) 𝑐HF = 4.8M, 𝑐H2O2 =
0.5M, etching time 180min. There are long solid wires (about 110𝜇m) on both sides of the thin (<90 𝜇m) remaining silicon substrate. (b)
Highly boron-doped silicon (100) (𝜌 < 0.01Ωcm) 𝑐HF = 4.8M, 𝑐H2O2 = 0.3M, etching time 180min. The wires form bundles and lie near
against each other. The nanowire tips are bent to the tips of the neighboring nanowires, indicating smaller diameters and pore formation. (c)
Large scales of uniform silicon nanowire standing on the wafer in cross sectional view.
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Figure 2: Length of the silicon nanowires as a function of the etching time for different concentrations of the oxidizing agent H
2
O
2
. (a)

Undoped silicon (100), specific resistivity 𝜌 > 1000Ωcm. (b) Medium boron-doped silicon (100) (𝜌 = 14–23Ωcm), p-type.

the substrate, but rather that the crystallographic orientation
is the dominant factor for the etching direction [14, 19]. This
can be explained by the fact that HF etching of silicon shows
a higher etching rate along [100]-crystallographic axis [9, 19].

Figure 4(a) shows etched structures at the edges of a sili-
con wafer.The original wafer surface is (100) oriented. Silicon
nanowires are standing parallel and perpendicular to the
surface.The (100)-directions are indicated with white dashed

lines. Figure 4(b) shows scanning electron micrograph of a
bundle of silicon nanowires which are approximately 35 𝜇m
long.These nanowires are prepared fromhighly boron-doped
silicon (𝜌 < 0.01Ωcm) and indicate a porous surface
structure that can be seen in the magnifications, Figures
4(c) and 4(d). The magnifications of the bottom region
of some single wires of this bundle show strong intensity
contrasts as typical for mesopores of different size and
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Figure 3: Length of the silicon nanowires obtained from highly doped silicon (100) (𝜌 < 0.01Ωcm) as a function of the etching time for
different concentrations of the oxidizing agent H

2
O
2
(a) and as a function of etching temperatures for different silver nitrate concentration

(b). There seems to be a saturation value so that the lengths of the wires are limited to about 50 𝜇m.

[100]

[010][001]

50𝜇m

(a)

(c)
(d) 10𝜇m

(b)

200 nm

(c)

100 nm

(d)

Figure 4: (a) Medium boron-doped Si (𝜌 = 14–23Ωcm), etched for 𝑡 = 2 h, 𝑐H2O2 = 0.2M, 𝑐HF = 4.8M. SEM image of a slightly tilted
silicon wafer after the etching illustrating the etching along the ⟨100⟩-directions, perpendicular and parallel to the wafer’s surface, which has
the (100)-orientation. ⟨100⟩-directions are indicated with white dashed lines. (b) SEM image of a single bundle of silicon nanowires from
highly boron-doped silicon (𝜌 < 0.01 Ωcm); marked boxes are magnified in (c) showing the cylindrical porous surface structure and (d)
interconnected pores forming meander-like trenches on the porous surface.
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Figure 5: Transmission electron microscopy (TEM) images of highly boron-doped, mesoporous silicon nanowires. (a) Scanning TEM
(STEM)micrograph of a 100 nm thick nanowire. Lying on a carbon film the nanowire exhibits a porous surface with a uniform distribution of
pores. (b) Selected area electron diffraction (SAED) pattern showing the remaining single crystalline structure of the wire. (c) High resolution
TEM of the inner part of silicon nanowire with lattice fringes confirming single-crystalline structure; inset: Fourier transform proving the
silicon diffraction pattern and the presence of an amorphous amount resulting from the native SiO

2
layer around the nanowire. (d) TEM

image showing the rough and porous surface structure allowing one to estimate a pore diameter distribution from 5 to 15 nm and a depth of
about 3 nm.

shape. In Figures 4(c) and 4(d) small mesoscopic (10 nm),
cylindrical wholes, and dendritic, meander-like channels are
visible on the surface of the nanowires. These patterns can
be interpreted as opened (by continued etching) mesopores
close to the surface. The total volume and surface of this
mesopores, visible and invisible (below the surface), are
investigated by gas adsorption measurements as described
below.

For transmission electron microscopy (TEM) analysis
the silicon nanowires were harvested from their substrate,
washed in a water solution, and dropped on a carbon
coated copper TEM-grid. Scanning transmission electron
microscopy (STEM) imaging confirms the rough and porous
surface structure of the highly doped nanowire along its
whole length (Figure 5(a)). Selected area electron diffraction
(SAED) pattern and high resolution TEM imaging (HRTEM)
confirm the remaining single crystalline structure of the wire
(Figure 5(b)).

HRTEM reveals that the nanowire core is single crys-
talline (Figure 5(c)). Silicon lattice planes can be seen in
the inner part of the wire and weakened in the image
by the presence of silicon dioxide and thickness variation
ratio around the nanowire. The inset in Figure 5(c) shows
the Fourier transform confirming the presence of a single-
crystalline nanowire with some amorphous amount which
can be attributed to the SiO

2
layer formed at the porous

nanowire surface.
The TEM-based analysis of the surface morphology

from cross-sectional images, for example, Figure 5(d), shows
surface indents from 5 to 15 nm indicating pores of about 8–
15 nm in length and 3 nm in depth. This is in agreement with

one-step etched wires [18]. HRTEM images (not shown) also
allowed the estimation of the natural silicon dioxide layer
thickness ranging from 3 to 6 nm. The surface oxide layer
is formed by the oxidation of the nanowires in air as well
as in aqueous solutions. Dark/bright variations in intensity
originate from the thickness variation of the wire due to the
rough surface.

A detailed analysis of the porous structure of the
nanowire surfaces has been investigated by the method of
nitrogen gas adsorption. For this analysis the samples are
degassed (at 𝑇 = 140∘C in vacuum) and the sample chamber
is filled with controlled increments of nitrogen starting at a
relative pressure of 𝑝/𝑝

0
= 10
−5 at 𝑇 = 77K, where 𝑝

0
is

the saturation vapour pressure of liquid N
2
at 77 K (𝑝

0
=

10
5 Pa). For the adsorption isotherm the adsorbed volume

quantity is calculated for each pressure. Decrementing the
adsorbed nitrogen amount in the sample chamber reveals the
desorption isotherm. The low pressure region of a sorption
isotherm corresponds to a mono- and multilayer adsorption
regime of the adsorbate on the substrate. From these data
the total surface area of the sample can be derived by the
method of Brunauer, Emmet, and Teller (BET) [21]. By
the approaches from Barrett, Joyner, and Halenda (BJH) or
density functional theory (DFT) we determine the mean
pore diameter and the total pore volume. BJH considers that
multilayer adsorption could result in capillary condensation
under the assumption that the pressure for spontaneous
condensation/evaporation of the adsorptive in a cylindrical
pore is determined by the pore size according to the Kelvin
equation [20, 21]. BJH is recommended for the purpose of
comparing the pore sizes among the different materials with
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Figure 6: Example for nitrogen gas adsorption/desorption
isotherms on an ensemble of nanowires of (a) highly (blue/green
triangles) doped and (b) undoped (red/black) silicon.The isotherms
of the highly doped substrate show a hysteresis which is charac-
teristic formesoporous surfaces on the nanowires. Silicon nanowires
from undoped wafers show no pores. Inset (c): magnification of
the low-pressure region of the adsorption isotherm of the undoped
silicon nanowires to illustrate the formation of the first adsorbed
nitrogen monolayer, indicated by the knee at 𝑝/𝑝

0
= 0.05.

the same mesostructures [27]. DFT is modeling interactions
and pore geometry by amicroscopic treatment of sorption on
amolecular level and thereby gives realistic density profiles as
a function of temperature and pressure.

Figure 6 depicts two representative gas adsorption
isotherms which show a completely different behavior. In the
case of undoped silicon, graph (b), the “knee” (see inset) at
𝑝/𝑝
0
< 0.05 indicates the formation of a complete monolayer

of nitrogen adsorbed on the sample surface. In the relative
pressure range of 0.05 < 𝑝/𝑝

0
< 0.9 a further multilayer

growth of nitrogen on the surface takes place. The sample’s
surface area can be calculated by multipoint-BET analysis in
the pressure range 0.15 < 𝑝/𝑝

0
< 0.35. For higher relative

pressures 𝑝/𝑝
0
> 0.9 the adsorbed gas amount increases very

sharply. This rise announces the filling of the space between
the nanowires and finally the rest of the sample chamber by
liquid nitrogen. This shape corresponds to a type II sorption
isotherm which is typical for macro- or nonporous materials,
where unrestricted multilayer adsorption can occur [21].

Graph (a) in Figure 6 shows the gas adsorption isotherm
for silicon nanowires prepared from highly boron-doped
silicon wafer. This is a type IV isotherm with its hysteresis
loop, which is typical for mesoporous materials [21]. For
relative pressures, 𝑝/𝑝

0
< 0.05 a more pronounced “knee”

from the adsorbed nitrogenmonolayer is visible. In the range
of 0.05 < 𝑝/𝑝

0
< 0.6multilayer growth appears which will be

evaluated by a multipoint-BET fit.
In the regime of 0.6 < 𝑝/𝑝

0
< 0.9 there is a hysteresis

loop between the adsorption and desorption isotherm, which
indicates capillary condensation of nitrogen in mesopores.
From the detailed shape of the isotherm the pore size
distribution in the sample can be calculated by the BJH or
DFT method. The narrower the pore size distribution is,

the steeper is the hysteresis loop corresponding to capillary
condensation [21].The top of the hysteresismarks the amount
of nitrogen, where all mesopores are filled, which can be
used to calculate the total pore volume of the sample. This
hysteresis is similar to a type H1 with a broad pore size
distribution, according to IUPAC classification. For relative
pressures higher than 𝑝/𝑝

0
> 0.9 there is a sharp increase

such as before indicating the filling of the space between the
nanowires and of the sample chamber.

Table 1 shows the nitrogen gas adsorption results for
silicon nanowire ensembles fromhighly boron-doped silicon.
The surface area (multipoint BET) points out the area of
all nanowires and mesopores of the ensemble as well as
the area of the substrate itself, which is about 3 cm2 and
therefore negligible. Although the nanowires from undoped
andmedium-doped silicon are much longer, the total surface
area of the ensembles is smaller than for wires of highly
doped silicon. This could be attributed to a higher nanowire
density and hence smaller nanowire diameters in the case
of highly doped samples. Also it could be attributed to an
additional surface area resulting from the pore surface on
the highly doped nanowires. The increasing or stagnating
mean pore diameters and their total pore volume are shown
for highly doped silicon nanowire samples prepared with
different etching times and H

2
O
2
-concentrations. In the case

of c(H
2
O
2
) = 0.1M the total pore volume and the mean

pore diameters grow from one to two hour etching and
the pore volume decreases for longer etching time while
the mean pore diameter further increases. In the case of
c(H
2
O
2
) = 0.2M the total pore volume increases and the

mean pore diameters stagnate with etching time.The detailed
pore diameter distributions are given in Figure 7.

For allmeasured isotherms of silicon nanowire ensembles
which show hysteresis behavior between ad- and desorption
branches the pore size distribution has been derived with
the BJH method. DFT results (not shown) confirm the BJH
results shown in Figure 7.The two graphs show the calculated
pore volume distribution for related pore diameters for
different etching times (1–3 hours) and different H

2
O
2
-

concentrations, Figure 7(a): 𝑐 = 0.1M; Figure 7(b): 𝑐 =
0.2M, respectively. As can be seen in Figure 7(a) the pore
volume of the sample etched for two hours is increased with
respect to the sample etched for one hour and the average
pore diameter is shifted to higher diameters. This indicates
that existing pores are broadened and deepened and/or that
additional pores are generated with bigger diameters. After
three hours of etching the peak is much broader and flatter
than before. This is a sign of further pore broadening and
flattening and the parallel growth of smaller pores. For the
higher etching concentration there is a similar situation.
After one-hour etching there are small mesopores on the
ensemble of silicon nanowires. Up to two hours etching
time the total pore volume grows and after three hours the
pores size distribution is broadened again and the total pore
volume is increased further. Silicon nanowires prepared with
a H
2
O
2
concentration 𝑐 = 0.3M reveal no pores detectable

by nitrogen adsorption.
Pore formation seems to originate only near the etching

front, because continuous pore forming along the wire would
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Table 1: Gas adsorption data for nanowire ensembles prepared from highly boron-doped silicon (𝜌 < 0.01Ωcm). For comparison undoped
nanowire ensemble (𝜌 > 1000Ωcm, 𝑐(H2O2) = 0.5M, etching time 𝑡= 185min, wire length = 111.1 𝜇m) reveals aMBET surface area of 0.113m2.
Nanowire ensemble of medium boron-doped silicon (𝜌 = 14–23Ωcm, 𝑐(H2O2) = 0.4M, etching time 𝑡 = 199min, wire length = 101.6 𝜇m)
reveals a MBET surface area of 0.212m2.

𝑐(H2O2) etching time [min] Wire length [𝜇m] BET surface area [m2] BJH total pore volume
[10−3 cm3]

BJH mean pore
diameter [nm]

0.1M 60 26.7 0.581 1.64 8.5
0.1M 122 37.3 0.701 2.22 9.9
0.1M 180 30.1 0.622 1.99 13.1
0.2M 65 18.8 0.467 1.58 10.5
0.2M 122 31.1 0.524 1.97 9.9
0.2M 180 38.5 1.082 2.81 8.9
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Figure 7: Pore size distribution (BJH) for measured isotherms of silicon nanowire ensembles which show hysteresis between ad- and
desorption branches. The calculated pore volume fraction dV is plotted versus the pore diameters d. The pore size distribution is broadened
with longer etching time. Silicon nanowires prepared with 𝑐 = 0.3M reveal no pores. (a) Highly doped silicon, preparation parameters:
etching time t = 1–3 h and H

2
O
2
-concentration 𝑐 = 0.1M. (b) Highly doped silicon, preparation parameters: etching time t = 1–3 h and

H
2
O
2
-concentration c = 0.2M.

result in a steady increase of the peaks for pores smaller
than 9 nm. For longer etching times the pore diameters are
broadened; however, the pores are not deepened anymore, see
Figure 7(a). For 𝑐 = 0.2M the total pore volume increases
continuously and the pore size distribution is broadened
for longer etching times. For three hours of etching there
are more small pores attributable to slower pore broadening
caused by an advanced consumption of hydrogen peroxide.
As for the case of the higher concentration (𝑐 = 0.3M) the
broadening leads to interconnections of the pores leading to
a strong surface roughness of the wires. For low etchant con-
centration the calculations reveal mesopores in the diameter
range of 6–18 nm with an average diameter between 9 and
13 nm.

Our gas adsorption results obtained on two-step prepared
silicon nanowires compare well with these published for
silicon nanowires prepared by the one-step metal assisted
etching process [18]. Consistently, we found mesoporous
surfaces on highly boron-doped nanowires also for the
preparation by the two-step version of the etching and no
pores onundoped and additionally onmedium-doped silicon
nanowires. Hochbaum et al. [18] show gas adsorption data
for one nanowire sample, whose diameter pore range (2–
20 nm) and mean pore diameter (9.7 nm) overlap with our
results. The advantage of the two-step etching method is that
the amount of silver can be limited during the first etching
step, so that it becomes possible to vary the H

2
O
2
concen-

tration, similar to [17] for porous n-type silicon nanowires.



Journal of Nanomaterials 9

Furthermore, we have figured out the pore size distribution
depending on etching time and the etchant concentration.
With our results we confirm the finding of the scanning and
transmission electron microscopy studies of Yuan et al. [12].
There the porosity increases from the nanowire root (where
the wires are connected to the substrate) to the nanowire tip.
This is consistent with our gas adsorption results that the pore
formation seems to appear only at a certain distance, but near
the etching front. Afterwards, the existing pores continue to
grow becoming broadened and flattened. The pore flattening
can be explained by the thinning of the nanowire with its
exposure time in the etching solution. The pore broadening
explains the finding in [12] that there are an increasing
number of interconnected pores in themiddle and upper part
of the nanowires.

Our results can help to understand the formation process
of porous silicon nanowires. As depicted in [12] silicon
nanowires of different doping concentrations are formed
by a vertical etching of the silicon substrate promoted by
catalytic active silver particles and, as in our case, accelerated
by the oxidizing agent hydrogen peroxide. This process is
accompanied by a slight thinning of the nanowires depending
on their exposure time to the etching solution (nanowire tips
are thinner than their roots [12, 14, 17]). For highly boron-
doped silicon nanowires this vertical etching is accompanied
by a local lateral etching into the nanowire resulting in a
porous surface. Its high dopant concentration leads to surface
states acting as nucleation sites where the silver ion reduction
occurs randomly spread around the nanowire. As shown in
[12] for the one-step etching process the pore formation starts
some hundreds of nanometers above the etching front. One
explanation could be that charge injections (holes, p+) at the
etching front locally increase the carrier concentration and
holes with a certain mobility in p-type silicon move along the
already formed nanowire. In some distance near the etching
front these injected charges reach the nanowire surface and
promote the etching at random points. So formed pores grow
depending on etching concentration and etching time. Our
gas adsorption findings confirm our electron microscopy
results about the porous surface structure. Because of the
pore shape distribution it is valid to compare gas adsorption
calculations for silicon nanowires among themselves, but
it is probably doubtful to compare them to other material
systems.

We have investigated the prepared silicon nanowire
ensembles with respect to their vibrational properties by
Raman spectroscopy. The laser power used for excitation has
been reduced to a level where the influence of local heating
is negligible [28]. The Raman spectra shown in Figure 8
are dominated by the zone-center optical (O

Γ
) phonon line

of silicon at about 520 cm−1 (equal to 64meV) [29, 30].
The difference in the signal strength between the different
nanowires and especially to the silicon substrate can be
explained by the different excited optical probe volume. For
undoped as well as medium doped nanowires the O

Γ
phonon

peak exhibits a redshift of 3 cm−1 and a moderate broadening
as compared to that of the silicon substrates.Themodification
of the Raman spectrum becomes pronounced for heavily
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Figure 8: Raman spectra of silicon nanowire ensembles prepared
from silicon substrates with three different doping levels. The
spectrum of a silicon substrate, with the zone-center optical phonon
line at 520 cm−1, is shown for comparison.

doped nanowires with a redshift of 8 cm−1 and a strong asym-
metric broadening (full width at half maximum (FWHM) of
15 cm−1). Inhomogeneous strain can be excluded as the origin
of the observed spectral changes since the observed redshifts
would require the assumption of an unreasonably large
magnitude of average strain [31, 32]. In fact, the observed
Raman spectra can be explained by the spatial confinement
of optical phonons in silicon nanostructures which leads to
a relaxation of the pseudomomentum conservation [28, 33–
35]. Both the observed Raman peak position and FWHM for
the heavily doped nanowires can be explained by a model
assuming nanospheres with diameters between 3 and 4 nm
and a phonon confinement function chosen in analogy to
the ground state of an electron in a hard sphere [34]. The
phonon confinement can be explained by the formation of
a single crystalline silicon nanomesh in a sub-10 nm range
created by pore formation or a pronounced surface roughness
which have been observed for all heavily doped nanowires.
Therefore these nanowires appear interesting for further full-
thermoelectrical investigations on individual nanowires as
recently been demonstrated [36, 37].

4. Conclusions

In our work we report on synthesis and morphology char-
acteristics of silicon nanowires prepared by the two-step
electroless etching process. We have prepared nanowire
ensembles from different boron-doped substrates and have
shown their growth trend and surface morphology which
were investigated by scanning electronmicroscopy and nitro-
gen gas adsorption, both revealing a mesoporous surface
structure on highly doped silicon nanowires. Transmission
electron microscopy proves that the structure of mesoporous
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nanowires remains single crystalline. However, there is a for-
mation of an oxidized surface layer. Mesopores are formed
near the etching front and are growing and flattened depen-
dent on the etching time and etchant concentration. This
allows for a controlled formation of porous silicon nanowires.
Consequences of the nanopatterning to phonon energies and
vibrational properties of the nanowires are a redshifted and
asymmetric Stokes signal in the Raman spectroscopy for the
highly doped nanowires. The contribution of confinement
effects is considered to play the dominant role for this
redshift. Effects of the porous surface of the silicon nanowires
on their mechanical properties, such the Young’s modulus,
and their electrical and thermal transport properties demand
further investigations.
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